










Programme Modulaire pour le nettoyage des polychromies : méthodes aqueuses – niveau 1
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Orientations bibliographiques réalisées par la bibliothèque de l’Inp



Tous les documents ci-dessous peuvent être consultés à la Bibliothèque de l’INP, à l’exception de ceux précédés d’un astérisque.
Les mémoires de fin d’études de l’Inp sont consultables en ligne après attribution d’un code fourni par le service de la documentation des œuvres : documentation.oeuvres@inp.fr
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Théorie de la solubilité aqueuse 
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WOLBERS Richard C., Cleaning painted surfaces, aqueous methods, London, Archetype Publications, 2000, 198 p. Trad. it. [La Pullitura di superfici dipinte : metodi acquosi], Saonara, Il Prato, 2005. Trad. fr. [Le nettoyage des surfaces peintes : méthodes aqueuses] MIRABAUD Sigrid, DESVOIS Laetitia sous la direction de PALMADE-LE DANTEC Nathalie, Paris, Eyrolles / Institut national du patrimoine (Inp), 2013 
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WOLBERS Richard C., STAVROUDIS Chris, « The Cleaning of Paintings », In KANEGSBERG Barbara, KANEGSBERG Edward, Handbook for Critical Cleaning, second  edition Volume 2: Applications, Processes and Controls, Boca Raton: CRC Press, 2011 


Nettoyage des peintures : le vieillissement des matières organiques 

BOON J.J., PEULVÉ L., VAN DEN BRINK F. et al., « Molecular aspects of mobile and stationary phases in ageing tempera and oil paint films », In Early Italian Paintings Techniques and Analysis, Symposium, Maastricht 1996, Maastricht, Limburg Conservation Institute, 1997, p. 35-56 

BURNSTOCK Aviva, LEARNER Tom, « Changes in the surface characteristics of artificially aged mastic varnishes after cleaning using alkaline reagents », Studies in Conservation, August 1992, Vol. 37, n° 3, p. 165-184 

KHANDEKAR Narayan, PHENIX Alan, SHARP Julia, « Pilot study into the effects of solvents on artificially aged egg tempera films », The Conservator, 1994, 18, p. 62-72 


PH et conductivité des surfaces peintes 

DILLON Courtney E., LAGALANTE Anthony, WOLBERS Richard C., « Acrylic emulsion paint films: The effect of solution pH, conductivity, and ionic strength on film swelling and surfactant removal », Studies in Conservation, Janvier 2014, Vol. 59 n° 1, p. 52-62 

DORMAN Nicholas, « Conference Review: The Cleaning of Acrylic Paint Surfaces 3, London Workshop – A space-time continuum of pH and conductivity » [en ligne], WAAC Newsletter, 2012, vol. 34, n° 3, p. 18-23 
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Vidéos réalisées par le Getty Conservation Institute 

Calibrating Conventional pH Meters 
< https://www.youtube.com/watch?v=9Ktlz0uw6kw > 

Calibrating pH and Conductivity: Horiba Meters 
< https://www.youtube.com/watch?v=_nx3gNnKsUE > 

Preparing pH- and Conductivity- Adjusted Water 
< https://www.youtube.com/watch?v=hGAUAgNYZjI > 

Preparing a Pemulen Gel from MCP and Making an Emulsion 
< https://www.youtube.com/watch?v=2O5pYyc45Qo >  

Measuring Surface pH and Conductivity Using Water Drop and Agarose Plug Methods 
< https://www.youtube.com/watch?v=bOqZEE7Kb8Y > 

Mixing and Using Velvesil Plus 
< https://www.youtube.com/watch?v=i6cet8sa-6Y > 

Preparing a Dow Mineral Spirits Microemulsion (With Cosurfactants) 
< https://www.youtube.com/watch?v=SGkf3i7rnDw > 

Preparing a Silicone Microemulsion (With Cosurfactant) – [without cosurfactant] 
< https://www.youtube.com/watch?v=xDpwloLqJS4 > 


Autres bibliographies réalisées par la bibliothèque de l’inp 
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< https://mediatheque-numerique.inp.fr/documentation-pedagogique/orientations-bibliographiques/materiaux-methodes-pour-nettoyage-peintures-solutions-gels-emulsions  > (consulté le 7 juin 2023)

Programme modulaire pour le nettoyage des polychromies / Modular Cleaning Program MCP : les gels de solvants 
< https://mediatheque-numerique.inp.fr/documentation-pedagogique/orientations-bibliographiques/programme-modulaire-pour-nettoyage-polychromies-modular-cleaning-program-mcp-gels-solvants > (consulté le 7 juin 2023)

Notions chimiques et physico-chimiques sur le principe du nettoyage 
< https://mediatheque-numerique.inp.fr/documentation-pedagogique/orientations-bibliographiques/notions-chimiques-physico-chimiques-sur-principe-nettoyage > (consulté le 7 juin 2023)
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